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Foreword

This British Standard, prepared under the direction of the
Clay Products Standards Policy Committse, is a revision of
BS 1181 : 1971 which is withdrawn.

The 1971 edition has proved to be a useful and adequate
specification but has been revised in respect of testing and
inspection procedures to facilitate quality control and to
enable certification to be applied. The inspection schedules
are consistent with BS 6001 : Part 1, at an acceptable
quality level (AQL) of 10 % and inspection level S2.
Whilst amendments have been made to the heat resistance
test, further research is to be carried out to define the
necessary parameters and test procedures. The findings
will be incorporated into this standard by an amendment
in due course.

Compliance with a British Standard does not of itself
confer immunity from legal obligations.



