
BRITISH STANDARD BS 1344-9:
1998

ISO 2744:1998

Methods of testing 

vitreous enamel 

finishes —

Part 9:  Determination of resistance to 
boiling water and water vapour

ICS 25.220.50



BS 1344-9:1998

This British Standard,  having 
been prepared under the 
direction of the Sector Board 
for Materials and Chemicals,  
was published under the 
authority of the Standards 
Board and comes into
effect on
15 June 1998

© BSI 04-1999

ISBN 0 580 29974 0

Amendments issued since publication

Amd.  No. Date Comments


