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Methods of testing

Refractory materials —

Part 3: General and textural
properties —

Section 3.17 Determination of volume
and bulk density of dense

shaped products

(methods 1902-317)
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RPM/1, upon which the following bodies were represented:

British Ceramic Research Ltd.

British Steel Industry

Electricity Supply Industry in England and Wales
Engineering Equipment and Materials Users’ Association
Refractories Association of Great Britain

Refractory Contractors’ Association

Society of Glass Technology
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