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Foreword

This revision of BS 2763 : 1968 has been prepared under
the direction of the Iron and Steel Standards Committee.
It has been extensively revised to take account of

I1SO 2232-1973, ISO 3154-1976 and other work on the
standardization of steel wire by the International
Organization for Standardization (1SO) still in progress,

Page
Tables
1. Tolerances on nominal diameter of general
purpose rope wire 3
2. Tensile strength grades and nominal diameter
ranges for general purpose rope wire 3
3. Tensile strength tolerance above the specified
minimum for general purpose rope wire 3

4. Minimum number of twists (in a length of 100 x
diameter of wire) in torsion tests of general
purpose rope wire 4
5. Minimum number of reverse bends in reverse
bend tests of general purpose and high duty rope
wire 5
6. Zinc coating tests: minimum mass and minimum
number of dips in uniformity test, for general

purpose and high duty rope wire 6
7. Tolerances on nominal diameter of high duty

rope wire 7
8. Tensile strength grades and nominal diameter

ranges for high duty rope wire 7
9. Tensile strength tolerance above the specified

minimum for high duty rope wire 7

10. Minimum number of twists (in a length of 100 x
diameter of wire) in torsion tests of high duty
rope wire 7

where it is relevant to British practice. BS 2763 : 1968 is
now withdrawn.

In line with current international practice, the term ‘zinc

coated’ has been adopted in this standard in place of
‘galvanized’. The terms are synonymous.




