
BRITISH STANDARD BS 3189:1991
ISO 9717:1990

Method for specifying

Phosphate conversion 
coatings for metals
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Committees responsible for this 
British Standard

The preparation of this British Standard was entrusted by the Surface 
Coatings (other than Paints) Standards Policy Committee (SRC/-) to Technical 
Committee SRC/38, upon which the following bodies were represented:

Aluminium Federation
British Metal Finishing Suppliers’ Association
EEA (the Association of Electronics, Telecommunications and Business 

Equipment Industries)
Institute of Corrosion
Institute of Metal Finishing
Magnesium Industry Council
Metal Finishing Association
Paintmakers Association of Great Britain Ltd.
Society of Motor Manufacturers and Traders Limited

Amendments issued since publication

Amd. No. Date Comments
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