
Li
ce

ns
ed

 C
op

y:
 A

ki
n 

K
ok

sa
l, 

B
ec

ht
el

 L
td

, 1
0 

D
ec

em
be

r 
20

02
, U

nc
on

tr
ol

le
d 

C
op

y,
 (

c)
 B

S
I



BRITISH STANDARD BS 4550-6:
1978

Methods of testing 
cement —

Part 6: Standard sand for mortar cubes

IMPORTANT NOTE. It is recommended that this Part be read in conjunction with the information 
in Part 0 “General Introduction” to BS 4550, which is issued separately

UDC 666.94.01:666.971.12
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