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Scope

Definition

Caonstruction and performance
Sampling

Testing .

Marking

Appendices
A Recommended fabrics for various end uses

B
C

Determination of dimensiona! change on heating
Determination of thickness, and thickness on
recovery

D Determination of infra-red reflectance
€ Supplementary information for MoD contracts

Tables
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Woven fabrics

Warp-knitted fabrics

Raised knitted fabrics

Calour fastness of dyed fabrics

Recommended fabrics for various end uses
Cross-references between fabric references used
in BS 46840, MoD pattern numbers and NATO
stock numbers together with item names and
descriptions and minimum fabric widths
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Marking of test specimens
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