BRITISH STANDARD ' BS 5131 :
———————— ——— — e | Section 2.1 :
1991

Methods of test for

Footwear and footwear
materials

Part 2. Solings

Section 2.1 Ross flexing method for cut
growth resistance of soling materials

NOTE. It is recommended that this Section should be read in
conjunction with BS 5131 : Part 0, published separately.

Méthodes d'essai des chaussures et des Priifung von Schuhwerk und
matériaux pour chasussures Schuhwerkstoffen

Partie 2. Semelles Teil 2. Sohlen

Section 2.1 Méthode Ross de flexion pour la Abschnitt 2.1 Ross Biegemethode fiir
mesure de 1'accroissement des matériaux pour Zuschneidefestigkeit von

semelles lors de la coupe FuRbekleidungs-Sohlenwerkstoffen

. T 3 A ' 7
. STANDARDS I

———



BS 5131 : Section 2.1 : 1991

Foreword

This Section of BS 5131 has been prepared under the direction of the Textiles
and Clothing Standards Policy Committee. It supersedes BS 5131: Section 2,1:
1979, which is withdrawn. ’

Compliance with a British Standard does not of itself confer immunity from
legal obligations.




