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Methods of test for

Footwear and footwear
materials

Part 4. Other components

Section 4.9 Fatigue resistance of heels of
ladies’ shoes

NOTE. It is recommended that this Section should be read in
conjunction with BS 5131 : Part 0, published separately.

Méthodes d’essai des chaussures et matériaux Priifung von Schuhwerk und

pour chaussures Schuhwerkstoffen

Partie 4. Autres composants Teil 4. Weitere Einzelteile

Section 4.9 Résistance 4 la fatigie des talons Abschnitt 4.9 Dauerbeanbspruchbarkeit von
des chaussures de dames Damenschuhabséitzen
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