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Amendment No. 1
published and effective from 29 November 1991
to BS 5328 : Part 4 : 1990

Concrete

Part 4. Specification for the procedures to be used in
sampling, testing and assessing compliance of
concrete

Revised text
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AMD6928
November 1991

AMJ)6928
November 1991

AMD6928
November 1991

AMD6928
November 1991

AMD6928
November 1991

Foreword

At the end of paragraph 7 insert the following.
'The specification of designated mixes is unlikely to be appropriate for factory
produced precast concrete products.'

Clause 3.7.1 Methods of calculation and test

At the end of item Cc) in paragraph 1 delete '1990' and substitute '1991'.

Clause 3.8.4 Compliance

In paragraph 2, last line delete '1990' and substitute '1991'.

Clause 3.13.1

In line 2 delete '1990' and substitute '1991'.
In line 7 delete '3.16.1' and substitute '3.16.2'.

Clause 3.14.1

In line 2 delete '1990' and substitute '1991'.
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