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Sampling and examination
of bituminous mixtures for
roads and other paved areas

Part 1: Methods for the
measurement of the rate of spread
of coated chippings and the
temperature of bituminous mixtures
using non-contact
temperature-measuring devices and
for the assessment of the
compaction performance of a roller
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