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BRITISH STANDARD 113959(5)98-109:

Incorporating
Amendment No. 1

Sampling and
examination of
bituminous mixtures
for roads and other
paved areas —

Part 109: Methods for the assessment of
the compaction performance of a roller
and recommended procedures for the
measurement of the temperature of
bituminous mixtures
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