BRITISH STANDARD

Methods of

Sampling and test for
sodium and potassium
silicates for industrial
use —

Part 12: Limit test for sulphate content
of sodium metasilicate

NOTE It is recommended that this Part be read in conjunction with the information in the “General
introduction” published separately as BS 6092-0.
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A British Standard does not purport to include all the necessary provisions of
a contract. Users of British Standards are responsible for their correct
application.

Compliance with a British Standard does not of itself confer immunity
from legal obligations.

Summary of pages

This document comprises a front cover, an inside front cover, pages 1 and ii,
pages 1 and 2, an inside back cover and a back cover.
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