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Foreword

This British Standard has been prepared under the direction
of the Textile Products and Leather Standards Committee
at the request of leather manufacturers.

It specifies performance requirements for suede leathers,
grain leathers and wool! sheepskins, which are to be made
into garments, in order to achieve a satisfactory end
product for the consumer.

Compliance with a British Standard does not of itself
confer immunity from legal obligations.
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