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BRITISH STANDARD BS 812-120:
1989
Incorporating 
Amendment No. 1

Testing aggregates —

Part 120: Method for testing and 
classifying drying shrinkage of 
aggregates in concrete

UDC [625.07 + 691.22]:[620.168.2 + 620.172.23:697.93.001.33]
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