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National foreword

This British Standard is the UK implementation of EN 10152:2017. It 
supersedes BS EN 10152:2009, which is withdrawn.

The UK participation in its preparation was entrusted to Technical 
Committee ISE/109, Coated and Uncoated Flat Products to be Used for 
Cold Forming.

A list of organizations represented on this committee can be obtained on 
request to its secretary.

This publication does not purport to include all the necessary provisions 
of a contract. Users are responsible for its correct application.
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Compliance with a British Standard cannot confer immunity from 
legal obligations.

This British Standard was published under the authority of the 
Standards Policy and Strategy Committee on 31 January 2017.

Amendments/corrigenda issued since publication

Date Text affected

31 July 2018 Implementation of CEN correction notice 8 Febru-
ary 2017: in Clause 4.2.2, Examples 1 and 2 have 
been changed to Strip EN 10152 – DC03+ZE50/50-
A-P and Sheet EN 10152 – DC05+ZE75, respectively
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