
BS EN
12373-7:2002

ICS 25.220.20; 77.120.10

NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW

BRITISH STANDARD

Aluminium and
aluminium alloys —
Anodizing
Part 7: Assessment of quality of
sealed anodic oxidation coatings by
measurement of the loss of mass after
immersion in phosphoric acid/chromic
solution with prior acid treatment



This British Standard
was published under the
authority of the Standards
Policy and Strategy
Committee on 30 April
2009
© BSI 2009

ISBN 978 0 580 67453 2

Amendments/corrigenda issued since publication

Date Comments

BS EN 12373-7:2002

National foreword

This British Standard is the UK implementation of EN 12373-7:2002. It
supersedes BS EN 12373-7:1999 which is withdrawn.
The UK participation in its preparation was entrusted to Technical
Committee STI/32, Anodic oxidation coatings on aluminium.
A list of organizations represented on this committee can be obtained on
request to its secretary.
This publication does not purport to include all the necessary provisions
of a contract. Users are responsible for its correct application.
Compliance with a British Standard cannot confer immunity
from legal obligations.


