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BRITISH STANDARD

Specifications for
particular types of
winding wires —

Part 12: Polyvinyl acetal enamelled
round copper wire, class 120

The European Standard EN 60317-12:1994, with the incorporation of
amendments A1:1998 and A2:2005, has the status of a British Standard
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BS EN 60317-12:1995

This British Standard, having
been prepared under the
direction of the Cables and
Insulation Standards Policy
Committes, was published
under the authority of

the Standards Board

and comes into effect

on 16 Mareh 1993

2 BSI 14 December 2005

The following B3I references
relate to the work on this
gtandard:

Committee reforence CIL/GE
Special announcament in
BEI News, January 19935
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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Cables and
Ingulation Standards Policy Committee (CILY-) to Technical Committee
CIL/55, upon which the following bodies were represented:

Covered Conductors Association
Electrical and Electronic Insulation Association (BEAMA Ttd.)

Electronie Components Industry Federation
Transmission and Distribution Association (BEAMA Ltd.)

Amendments issued since publication

Amd. No. Date Comments

8890 November 1995  |Renumbered BS 6811-3.7:1993 as BS EN
10323 May 1999

15980 14 December 2005 |Indicated by a sideline




