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Textiles __

Tests for colour fastness

Part X02: Colour fastness to éarbonizing:
Sulfuric acid

The European Standard EN ISO 105-X02: 1993 has the status of a
British Standard.

BS EN ISO
105-X02: 1996
I1SO 105 -X02:
1993
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