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Conversion coatings on
metallic materials —
Determination of coating
mass per unit area
Gravimetric methods

The European Standard EN ISO 3892 : 1994 has the status of a
British Standard
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Amendment No. 1
published and effective from 15 April 1995
to BS 5411 : Part 14 : 1982

Methods of test for metallic and related coatings
Part 14. Gravimetric method for determination of coating mass
per unit area of conversion coatings on metallic materials

NOTE. The European Committee for Standardization (CEN) has
accepted 150 3892 : 1980 as a European Standard designated as
EN IS0 3892 . 1994, This amendment implements EN ISO 3892 :
1994 as a British Standard in the BS EN series,

Implementation of European Standard

Front cover

Delete the existing outside front cover and substitute the attached new cover page.
AMD 8497/April 1995

National foreword
At the end of paragraph 1 insert the following new paragraph.

‘In 1994 the European Committee for Standardization (CEN) accepted 1SO 3892 : 1980
as European Standard EN ISO 3892 : 1994. As a consequence of implementing the
European Standard this British Standard is renumbered as BS EN ISO 3892 and any
reference to BS 5411 : Part 14 should be read as a reference to BS EN [SO 3892

AMD 8497/April 1995

New EN fitle page and foreword

Immediately after the national foreword insert the attached new EN title page and
foreword page.
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