
BSI Standards Publication

Steel sheet, zinc-aluminium-magnesium alloy-
coated by the continuous hot-dip process, of 
commercial, drawing and structural qualities

BS ISO 8353:2024



Steel sheet, zinc-aluminium-
magnesium alloy-coated by the 
continuous hot-dip process, of 
commercial, drawing and structural 
qualities
Tôles en acier revêtues à chaud en continu d'alliage zinc-
aluminium-magnésium de qualité commerciale, pour 
emboutissage ou destinées à la construction

International 
Standard

ISO 8353

First edition 
2024-12

Reference number 
ISO 8353:2024(en) © ISO 2024

National foreword

This British Standard is the UK implementation of ISO 8353:2024. 

The UK participation in its preparation was entrusted to Technical 
Committee ISE/109, Coated and Uncoated Flat Products to be Used for 
Cold Forming.

A list of organizations represented on this committee can be obtained on 
request to its committee manager.

Contractual and legal considerations

This publication has been prepared in good faith, however no 
representation, warranty, assurance or undertaking (express or 
implied) is or will be made, and no responsibility or liability is or will be 
accepted by BSI in relation to the adequacy, accuracy, completeness or 
reasonableness of this publication. All and any such responsibility and 
liability is expressly disclaimed to the full extent permitted by the law.

This publication is provided as is, and is to be used at the 
recipient’s own risk.

The recipient is advised to consider seeking professional guidance with 
respect to its use of this publication.

This publication is not intended to constitute a contract. Users are 
responsible for its correct application.
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Compliance with a British Standard cannot confer immunity from 
legal obligations.

This British Standard was published under the authority of the 
Standards Policy and Strategy Committee on 31 December 2024.
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