
A Reference number
ISO 11359-2:1999(E)

INTERNATIONAL
STANDARD

ISO
11359-2

First edition
1999-10-01

Plastics — Thermomechanical analysis
(TMA) —

Part 2:
Determination of coefficient of linear thermal
expansion and glass transition temperature

Plastiques — Analyse thermomécanique (TMA) —

Partie 2: Détermination du coefficient de dilatation thermique linéique et de
la température de transition vitreuse

Copyright International Organization for Standardization 
Provided by IHS under license with ISO 

Not for ResaleNo reproduction or networking permitted without license from IHS

-
-
`
,
,
`
`
`
,
,
,
,
`
`
`
`
-
`
-
`
,
,
`
,
,
`
,
`
,
,
`
-
-
-



ISO 11359-2:1999(E)

©   ISO 1999

All rights reserved. Unless otherwise specified, no part of this publication may be reproduced or utilized in any form or by any means, electronic
or mechanical, including photocopying and microfilm, without permission in writing from the publisher.

International Organization for Standardization
Case postale 56 • CH-1211 Genève 20 • Switzerland
Internet iso@iso.ch

Printed in Switzerland

ii

Contents

1 Scope ........................................................................................................................ ................................................1

2 Normative references ......................................................................................................... .....................................1

3 Terms and definitions ........................................................................................................ .....................................1

4 Principle.................................................................................................................... ................................................3

5 Apparatus .................................................................................................................... .............................................3

6 Test specimens............................................................................................................... .........................................3

7 Procedure .................................................................................................................... .............................................3

8 Expression of results ........................................................................................................ ......................................4

9 Test report .................................................................................................................. ..............................................7

Annex A (informative)  Precision and reproducibility data for the determination of the mean coefficient of
linear thermal expansion using TMA ............................................................................................. ...........................9

Bibliography ................................................................................................................... ...........................................10

Copyright International Organization for Standardization 
Provided by IHS under license with ISO 

Not for ResaleNo reproduction or networking permitted without license from IHS

-
-
`
,
,
`
`
`
,
,
,
,
`
`
`
`
-
`
-
`
,
,
`
,
,
`
,
`
,
,
`
-
-
-


